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MNe.18, Daodong Avenue Dongjian Street Office,
Zhanjiang Economic and Technological
Development Zone

Zhanjiang Guangdong China

TEL(O758)3528365 FAX(0759)3525555
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Manufacturer: BAOSTEEL mﬂ IRON & STEEL CO.LTD
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INSPECTION CERTIFICATE
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PURCHASER —— CUSTOMER'S NO. DOGAED CERTIFICATE NO. [BSZGM2501200434500
B BKJM2024-066-001 DC53D+KM-H-13T.51'13T.5!-G5 FPiTess
SPECIFICATION PT.A-PW.A-PF.A CUSTOMER ORDER NO
EEAM  |2025/01/20
DATE OF ISSUE
BaDXM LICENSE NO. MILL'S NO
i3 ] 4 ks 7 WAt L% i CHEMICAL COMPOSITION % -0 fifiifle  TENSILE TEST [*04 B
W mas MATERIAL DESCRIPTION (1==10  2=«100  3=x1000 4==10000 S==100000) (GL=L 3 ) o Efn CD’fTINGhEMSS
& COIL/PACK | v | 4o | @ c|lSi|M|P |5 ]| T N a
= g| = | ME | RE kT %R WER S S LR | i | fiv i NESS | Wi | L | Fi
NO. HEAT | THICK |WIDTH|LENGTH| 3 | Mass ¥.5.|T5.| EL il BOTH| TOP | BOT
NO. aTY] NO. mm sHEETS | (kg MPa % | {H {E gim?
] 25350207801 1 [25135508| 0. 80 [1500 | COIL | 1 |7000 | 39| O | 14| @ | 10| O 185 314 | 38 UK 300 | 147 | 153
{_‘;-H- Total 1 7900
5
REMARKS
¥.5.= YIELD STRENGTH  T.S.= TENSILE STRENGTH EL= ELONGATION GL=GAUGE LENGTH L1=56SSQRT(FO) L2=50MM  L3= 30MM *: FEHESHT HEAT ANALYSIS
e “01:COATING BEND TEST
NOTES
AP D DR R, SLAE A UK, FrkiE) W ang Xrag-
WE HEREBY CERTIFY THAT MATERIAL DESCRIBED HEREIN HAS MANUFACTURED AND TESTED WITH SATISFACTORY RESULTS IN ACCORDANCE
a=anE WITH THE REQUIREMENTS OF THE ABOVE MATERIAL SPECIFICATION. FERAEAMN —_— =
SURVEYOR TO QUALITY MAMAGER ‘ﬁ‘_.f
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